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Certification Of Analysis

Customer INDIVIDUAL ENTREPRENUER Date 3-Sep-22
Product Eagle Pegasus Dexron lli Lot. No. 22090221
Test Iltem Test Method Spec. Results

Apearance Visual Red Clear Fluid Red Clear Fluid
Density (15C), kg/m’ ASTM D 287 Report 849.6
Viscosity, 100, mf/s ASTM D 445 Min. 5.5 7.681
Viscosity Index ASTM D 2270 Min. 90 190
Flash Poiont(C.0.C, C) ASTM D 92 Min. 170 222
Pour Point(C) ASTM D 97 Max. -39 -51

Sequence | 100/0 10/0
Foaming Characteristics (ml) Sequence Il ASTM D 892 100/0 20/0

Sequence Il 100/0 10/0
Rust Preventive (Distilled Water, 24hr) ASTM D 665 Pass Pass

This data is for your reference and it can't be used for any legal purpose.
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